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Å2002: 80 offshore wind turbines (OWT) 
had to be repaired after 2 years due to 
corrosion and other issues  
ÅTodaýs OWTs use air filter systems 
  
   permanent monitoring reasonable   

Corrosion due to salt sediments 

Offshorewindpark Horns Riff 1, Copyright: Mukhz 
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The project 

Automatic optical 
measurement system for 
monitoring of surfaces 

Environmental Influences on Offshore Wind Turbines 
(Umgebungseinflüsse auf Offshore-Windenergieanlagen) 
 

Acquisition and analysis of 
climatological data 

(temperature, moisture) 
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Analysis of material and  
lubricant sample regarding 

microbial induced corrosion and 
contamination 
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Speckle field 

Digital Speckle Correlation (DSC) 

Speckle size: 
 Sp ȟ   ἐ Ἑ  
F = f-number 
M = reproduction scale 

optically rough 
surface 

coherent 
laser light 

constructive 
interference 

destructive 
interference 
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Set-up 

Å DPSS 
Å 532 nm 
Å 4 mW 

PC 

laser 

Mechanical set-up: 
ÅαaƛƪǊƻōŀƴƪά components 
Å optic table  

Evaluation by 
means of cross 

correlation 

Å monochrome, size 1/1.8 "  
Å 1600 x 1200 pixel 
Å 4,4 x 4,4 µm² pixel size 
Å TV-Lens, f = 25 mm 

Field of view: 
20 mm x 27 mm 

Sample: 
Å corrosion resistant 
Å thermically stable 
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Laboratory results with ultrasonic nebulizer 

Å35 g / l salt solution 
Åparticle size ca. 1 - 5 µm  
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Calibration method 
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salt sediment in µg/cm2   

Calibration data 

          salt sediments 
          linear regression (salt sediments) 
          salt sediments + corrosion (expected progression) 
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Images of field test system 
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Field test results: nearshore Vestas V-66 

Suitable for application in 
operating wind turbine! 
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